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PT. INOCYCLE TECHNOLOGY GROUP TBK

KAWASAN INDUSTRI PASAR KEMIS

JL. PUTERA UTAMA NO 10, SUKA ASIH, PASAR KEMIS
KAB TANGERANG, BANTEN - 15560

The following sample(s) was/were submitted and identified on behalf of the client as:

Polyester Staple Fiber White

No. Of Sample Do

Buyer's Name Do

Brand -

Colour Code/Name Do

Fibre Content Do

Reference No. Do

Style No. : HCS 3D x 51MM V20N

Order No. -

End Use Do

Product Name Do

Product Category Do

Labeled Age Grading Do

Requested Test Age Grading Do

SGS Tested Age Grading -

Season -

Material supplier Name Do

Factory Name -

Country Of Origin -

Country Of Destination Do

Retest Submission : No

Previous Report No. Do

Proposed Care Instruction Do

Test Performed . Selected tests as requested by applicant against selected
specification

Sample Receiving Date : January 11, 2023

2" Sample Receiving Date : -

Latest Client Information Date : -

Test Performing Period : January 11, 2023 — January 19, 2023
Test Result(s) : Please refer to the next page(s).

This document is issued by the Company subject to its General Conditions of Service printed overleaf, or available on request or accessible at
www.sgs.com/termsandconditions.htm _and for electronic format documents, subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms e-
document.htm. Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information
contained hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole resp ibility is
to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction d This d

cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this
document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained 30 days only.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was(were) drawn and / or provided by the Client or by a third party acting at the Client’s
direction.

The Findings constitute no warranty of the ple’s rep i of any goods and strictly relate to the ple(s). The C
origin or source from which the sample(s) is/are said to be extracted.

pany pts no liability with regard to the
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Test Summary Table

Test Requested Result
Bisphenol A PASS

e FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ********

Signed for and on behalf of
PT. SGS Indonesia

Maulana Yusuf
Technical and Client Program Manager

This document is issued by the Company subject to its General Conditions of Service printed overleaf, or available on request or accessible at
www.sgs.com/termsandconditions.htm _and for electronic format documents, subject to Terms and Conditions for Electronic Documents at www.sgs.com/terms e-
document.htm. Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information
contained hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company s sole responsibility is
to its Client and this document does not exonerate parties to a transaction from exerusmg all their rlghts and obligations under the tr cti This d

cannot be reproduced except in full, without prior written approval of the Company. Any horized alteration, forgery or falsification of the content or appearance of this
document is unlawful and offenders may be prosecuted to the fullest extent of the law.

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained 30 days only.

WARNING: The sample(s) to which the findings recorded herein (the “Findings”) relate was(were) drawn and / or provided by the Client or by a third party acting at the Client’s
direction.

The dings constitute no warranty of the ple’s rep i of any goods and strictly relate to the
origin or source from which the sample(s) is/are said to be extracted.
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Component List / List of Materials

Sample | Material Component Material | Fiber Type* | Remark
No. No
A 1 White fiber TEXTILE TYPE-B

* This fiber type identification is for the selection of azo dye testing procedure.

Note:

Type A = Textile contains natural fibers only and/or regenerated fibers exclude the group of acetate.
Type B = Textile contains polyester fibers only

Type C = Textile contains man-made fibers and/or man-made blended fibers (except polyester fibers)
N/A = Not Applicable
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Bisphenol A

Test Method: ~ With reference to AFIRM RSL 2022 method by solvent extraction. Analysis was
conducted by HPLC-MS.

Result
CAS-No. 1
Bisphenol A (BPA) 80-05-7 n.d.
Conclusion -- PASS
Note: n.d. = Not detected
mg/kg = ppm

Reporting limit = 0.1 mg/kg

Requirement 1 mg/kg
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Sample Picture

*** End of Report ***
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